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SYNOPSIS

Theoretical and experimental investigations of the microwave
properties of ferrites at magnetic fields above ferromagnetic reso-
nance are described. The program goal is the development of high
power reciprocal nhase shifters for X-band and C-band operation,
The principal experimental objective is to demonstrate that ferro-
maguetic losses do not increase with the application of high RF power
as typically observed for operations at magnetic fields below reso-
nance. Insertion losses are given as a function of magnetic field
strength for samples of nickel-zinc ferrite, manganese-magnesium
ferrite and yttrium-iron garnet in a longitudinally magnetized rod
configuration. A second absorption peak on the high side of resonance
was observed and i1s identified as a2 body resonance. The data
demonstrates that, at a fixed frequency, the second peak moves
toward the ferromagnetic resonance peak as the cross sectional
dimensions are reduced.

Insertien loss and phase shift characteristics for oriented uni-
Zn ,Co W,

.8 277,02
a ferrite having a hexagonal crystal structure. It was establiched that

axial ferrites are given. The material investigated was Ni

uniaxial ferrites would not be suitable for the subject application because
of poor figures of merit, Theoretical computations showed that the
governing material characteristic that leads to a poor figure of merit
is a large linewidth. The W-type, polycrystalline ferrite typically has
a linewidth of 2000 cersteds, which is an order of magnitude larger than
that of nickel-zinc ferrite (a cubic crystal structurej,

A derivation of the complex susceptibility for ferromagnetic
materials and a set of generalized curves for rod geometries with

longitudinal magnetic fields are given in the Appendix.
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1. INTRODUCTION

This program is a design study to develop reciprocal ferrite
phase shifters for both C- and X-bands with the capability of handling
a peak power of 100 kilowatts and an average power of 1 kilowatt at
less thar a 1 db loss. A total phase shift of 360° in 10 microseconds
with an expenditure of less than 150 micro joules for switching is
desirable. In order to achieve these goals three major problems
must be overcome:

(1) Elimination of nonlinear losses due to high peak power

(2) Control of temperature at high average power

(3) Design of biasing fields for microsecond switching.

The contractor's propesed approach to these problems is summarized
as follows:

(1) The increased RF losses in ferrites as a function of
increased power are observed by the appearance of a subsidiary
resonance peak below the main resonance and by the broadening of
the main resonance absorption line, The subsidiary resonance may
be avoided by operating tlie ferrite at magnetic fields above the main
resorance. By cperating still farther above resonance, one can
decrease the additional lusses incurred by broadening of the main
resonance line,

(2) The temperature control at high average power operation
will be obtained by the circulation of a low loss liquid coolant (Freon 113,
for example) through the phase shifter and an external heat exchanger,
This technique has been used successfully by the contractor for tempera-
ture control of a UHF Y-circulator operating at 2 kilowatts average
power.

(3) In the more conventional phasz shifters, which use a
ferrite in metallic waveguide and axial magnetic fields, the switching
speed is retarded by the shorted turn currents in the waveguide walls.
The contractor has proposed to eliminate the shorted turn effect by

substituting a dielectric rod waveguide , consisting of the ferrite
1



itseii, for that part of the metallic waveguide within the solenoid.

Because of the large dieleciric constant of the ferrite (10 to i6}. a
dielectric rod transm.ssion line which confines moare than 90% of the
transmirted energy in the rod can be achieved with a diameter smaller
than the narrow dimension of a standard waveguide. It has been
recognized that a fundamental objection to the HEil mode in dielectric
rod transmission is that rotation of the plare of polarization is per-
mitted, This is in direct conflict with conventional appitcations which
use fixed polarization, rectangular waveguide. Iln order to eliminate
rotation, the proposed design employs an image plane dielectric trans-
mission line with a half round dielectric red on a conducting ground
plane rather than the full round dielectric rod.

The contractor is not limiting his attention to this cornfiguration,
however, since other solutions to the shorted turn effect have been

found to be satisfactory. The primary goal is to demonstrate the

absence of the nonlinear losses at high peak power operation,
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iI. FERRITE MATERIALS

Ferrite characteristics involve a number of parimeters which
are interrelated by the material chemistry, fabric tion techniques, and
component configuration. The equations which follow describe the
relationship of the principal characteristics in the phase shifter appli-
cation, It is important to recognize the several possibilities for trade-
off of values among the various parameters,

The frequency, fr’ at ferromagnetic resonance is given by

t1‘ B YHeff’ (1)
where
fr = ferromagnetic resonance
frequency in megacycles
Y = gyromagnetic ratio, approximately 2,8 megacycles
per oersted
Heff = effective internal magnetic field in oersteds,
where
Heff = Ho + ZwMS + Ha’ (2)
where

H = externally applied magnetic field

o
Zst = demagnetizing field of an axially magnetized rod, and
Ha = anisotropy field which will be parallel to Ho.

On combining these equations, one may arrive at an expression for
the externally applied field at resonancna
fI‘

Ho = R -?-’ITMS - Ha' (3)
The proprsed high power phase shifter require:; a still greater magnetic
field to reach the low loss region above resonance. The magnitude of
this additional field cannot be specified since the absolute loss of the
phase shifter depends upon the total length of ferrite rod required for

the 360° phase shift. This, in turn, is dependent upon the activity of

the ferrite in the region of the magnetic bias field, A figure of merit,

i
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giving phase shift per db loss, is often used to appraise the quality of

a phase shifter. The magnetic bias field which gives the best figure of
merit is most easily determined experimentally, The additicnal mag-
netic field above resonance required to reach this point, however, can
be estimated from the li..e width of the ferrite, A comparison of the
material characteristics for a number of Trans-Tech's garnets indicates
that the line width 15 db down from the peak {0.03i6 ‘X‘;’nax) is approxi-
mately 4 times that at the -3db point {0.5 Xix"nax}' On adding the adci-

tional field of 4(—%}—{) to Equation 3, one gets

H :L.2:M -H +2aH r4)
o v s a

as an estimate of the required external field for operation at the frequency f,
Since Ho is to be supplied by a permanent magnet. the upper limit is set

at 1200 ocersteds, which can be realized by using an Alnico-8 tubular

magnet 6 cm long, 3.25 cm 1.D, and 7 cm O.D. With 2 magnet 12 cm

long, the uppar limit is set at 760 aersteds,*

The specifications for an acceptable ferrite material are, therefore,
given by Equation 4 where tht frequencies of interest are 9400 Mc and 5500 Mc
and HO < 1200 oe and Ho < 760 oe, respectively. In ger=ral, it is desired
to minimize HO; thus, vy, Ms and Ha should be large and AH should be

small, Additional specifications for the material are:

Dielectric loss tangent < 0,001
Dielectric constant > 10
Curie temperature > 100°C

Furthermore, all of the characteristics should have minimum temperature
sensitivity. In ferrites having a rubic crystal structure the anisotropy

field, Ha’ is typically small, unoriented and nomirally taken to be zero.

. . ) 1,2 . .
In ferrites having a hexagonal crystal structure ° the anisotropy fields

are large and may be oriented during the fabrication in a desired direc-

tion within the sample. The magnitude of the anisotropy field has been
I | S I |
Private communication with Irene Wagner, Cruzible Sfeel, Magnet
Division, Harrison, N.J.
4




the subject of a number of investigaticﬁs?’ 4zmd as a result it is readily
predictable on the basis of the material chemistry and fabrication tech-
niques, The utilizaticn of hexagonal ferrites with a uriaxial (along the
C axis) anisotropy field oriented in the direction of tke applied field is
especially attractive for X-band operation above ferromagnetic resonance,
where th= ~equirement for high iniernal magnetic fieids precludes the use
of isotropic ferrites.

An important consideration in high power applications of ferrites
is their temperature sensitivity. Ideally, the operating frequency

indicated by a rearrangement of Equation 3,

f=v(H +H +2nM - 2AH), (5)
o a =

should not change with temperature variation, In Equation 5, which is
for an axially-magnetized rod ccnfiguration, it i3 seen that the term
for the demagnetizing field, ZTrMS, 1s positive. Since Ha. has a positive
temperature coefficient (depending upon doping*) and Ms has a negative
temperature coefficient, Equation 5 allows us tc predict that the tem-
perature sensitivity will be reduced. The anticipation of som.e tem-
perature compensation is pointed out here because earlier investigators
of oriented ferrites have revealed unfavorable temperature sensitivities.
In the application of the earlier work, transverse magnetic fields on
slab geometries were used. The demagnetizalion term, in tha. case,
is negative; thus, the temperature sensitivities of Ms and Ha are

additive,

I T T T T S T T T T T T L S S —
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lIlI. EXPERIMENTAL (FERRITES W1TH CUBIC GRYSTAL STRUCTURES)

The proposed design for a reciprocal phase shifter to operate at

X-band was fabricated using a nickel-zinc ferrite, Trans-Tech TT2-111,

The material was chosen for its high saturation moment and narrow line-
width as per Equation 4. The pertinent character:stics of TT2-111 are

as follows:

Saturation Moment, 4rrMS = 5000 gzuss
Linewidth, AH © 135 oersteds
Dielectric Constant, € Ei2.5
Dielectric loss tangent, tan 6 = 0,001

Curie Temperature, TC - 375°¢
Effective g = & WS,

A cut-away drawing of the first model is shown in Figure !, The ferrite
was ground to 0,395-inch diameter and to a length of 4 inches, Conical
transition sections of Stycasi*-l'é (er - 15) weze a*tached to both ends.
The whole assembly was placed in a solenoid which could provide up to
1400 cersteds.

Measurements on this first configuration gave an insertion loss
considerably higher than expected (> 10 db} over the tested range of
magnetic field from 0 to 1400 cersteds ard frequency from 8 to 12 Ge,
The input VSWR was, at some points, as high as 4:i. The high VSWR
was attributed to poor surface wave launching onto the ferrite rod. In
crder to test the launching question, a Stycast-15 rod was made to the
same dimensions as the ferrite sample., By adiusting the position of
the taper sections in the rectangular waveguide, 2 VESWR of 1,1 at
9375 Mc was realized. The VSWR over the freqiency band from 8 to
i1 Ge subsequently was found to be less than 1.4. The insertion loss
at 9375 Mc was 0.7 db and over the frequenzy band it was less than

2 db. The Stycast-15 test showed that a low loss surface wave was

A M oE W W M WM S R M oA Mo A A e MM MM A oo e e e s e h m e e e A e s e — e e e e = omomom i o.am

Registered Trade-Mark of Emerson and Cumings. Inc.
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achievable with the proposed twin image line configuration; 1t further
indicated the most favorable position of the taper with respect to the open
waveguide launchers. The ferrite rod was tested 31 se-cnd time for
launching efficiency after making a minor maodifization io inzorporate

the data gained from the Stycast-15 test, The irput VSWR was satis-
factory, but the insertion loss was still high, Arciher possible explana-
tion for the high insertion loss was a suspected mismatch at the inter-

face between the Stycast-15 transitions and the ferrite;

consequently,
a new ferrite rod having conical tapers was ground from one piece of
TT2-111. A simplification in the test setup was also made by taking
the loss measurements with a whole rod in a section of standard wave-
guide rather than in the configuration shown ir Figure 1. The resulting
losses at 9 Ge, 10 Ge, and 11 Ge as a function of magnetic field for the
one-piece specimen are shown in Figure 2. Also shewn is the ‘nsertion
loss at 11 Ge for the ferrite specimen with Stycast transitions. Note
that the minimum los. in the one-piece ferrite is considerably less,
It appears that the Stycast-ferrite interfaces introduce additional loss:
however, since ferrite characteristics vary between speciitaens, some
of this difference may be attributed to a poorer piece of ferrite. This
data should be compared to that concerning the insertion loss for a
Stycast-15 rod, which is only 0.3 db over the frequency band. The
dissipation facter of Stycast HiK material is approximately 0,002,
Figure 2 further shows that on the h. gh side ¢f resonance a2t 9 Ge,
the insertion loss remains high, These resulss, supporied by the earlier
measurements, indicate that the primaryv scurce of high insertion loss
is in the TT2-111 ferrite. It should be pointed cur thar the chara.icr-
istics of TT2-11: orn the high s:de f resonznce were rno! krown; but,
assuming a well-behaved resonance characteristic, it was estimated
{Equation 4} that a iow loss region would be found at 9.4 Ge for fields
2bove 1120 oersteds. A re-examination of the resonance characieristic

for TT2-111 was requested from Trans.-Te-h., The results of this
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measurement, which used a crossed waveguide coupler method, ™ are

given in Figure 3. Stinson has shown thar the linewidth is given by the
magnetic field between the -3 db points on such a curve. Note that a
second absorption peak appears on the high side of resonance and, as
a consequence, the magnetic field at the -15 db point is 830 oersteds
above resonance rather than 270 oersteds as estimated on the basis of
ZAH. With this correction, Egquation 4 enzbles one to predict that the
field required to reach the low loss region is 1690 oersteds. Therefore,
it was concluded that TT2-111 would be unsuitable for X-band operation.
It is speculated that tl.e double peak resonance characteristic of
TTZ2-111 is caused by the unorierted arisotropy fields. In the cubic
ferrites these fields are on the order of 100-200 ocersteds. The
relationship between the anisotropy field and the two resonance peaks
has been indicated by Viehmen6 in his work with hexagona! ferrites,
If it is assumed that the magnetic fields at the first and second peaks
indicate resonances for the applied field parallel (HE) and perpendicular
(HH) respectively to the anisotropy fields, one may use the fcllowing

relationship givea by Rc.vdrique3 to compute the anisotropy field:

\

.o ZHE+ HH , ZHE+ HH . HZ H2 )
a 2 2 H E °
For TT2-111 Ha 208 ocersteds,
where HE - 3120 oersteds,
and HH = 3435 persteds,

Two schemes for eliminating the second absorption peak (provided
it is truly caused by the anisotropy fields in the material) are immediately
obvious. The first is to orient the anisotropy field. If the direction is
chosen parallel to the applied field, the anisotropy tield cculd be used to
an advantage in the phase shifter application. It is L.nderstc.vc.vd;:g that

orienting the anisotropy fields in cubic ferrites has been considered

o e WB W M EC Em W ME W EE T MR MR T W M M M e e e S a B A m W e A em S s e e e ko b A M e s M MR e A LR A A W M e e WM A s e

= _ .
Private communication with L. R. Hodges, Jr., Sperry Microwave
Electronics Company, Clearwater. Florida.
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but due to their small magnitude the desired results have not been
accomplished.

The second method would be to minimize the anisotropy field,
Pippin and Hogan? have shown that the anisotropy fields can be reduced
to zero by making small additions of cobalt to nickel ferrites. A sample

of Ni _Z 2Co ferrite was purchased from Sperry Microwave

8 . 025
Electronics Company. The sample is designated No. 98-B and has

the following characteristics:

4st = 2490
AH = 200 ocersteds
tan 6 = 0.002
€= 12.5 - 15 (not given)
TC = {not given)
g = (not given).

The material hac not been fully evaluated, but preliminary measurements
show a disappriutingly high loss.

Because of the unsuccessful attempts to find a low loss region
above resonance at X-band with ferrites having a cubic crystal struc-
ture, the investigation was moved to C-band to permit the survey of
cubic ferrite materials having lower values of saturation moment.

A problem has been encountered in the measurements at C-band
for which a solution is presently being sought In the insertion loss
measurements a second absorption peak above ferromagnetic resonance
has b 'en observed and is believed to be a body resonance which exists
when the ferrite is large enough to sustain a cavity-iype mode The
identification of the second peak was m?e after observing that as the
thickness of the ferrite was reduced, t}:e body resonance peak moved
toward the stationary ferromagnetic peak. At a constant frequency, a
larger value of effective permeability is required 1o explain the con-
tinued presence of a resonant peak even after the ferrite dimensions

have been reduced. This is consistent with the fact that on the high side

12
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of resonance, permeability increases as the magnetic field approaches
the ferromagnetic resonance value,

The material survey at C-band was begun with TTG-113, an
yttrium-iren garnet having the following characteristics:

4rM - 1725 gauss

5
AH - 55 cersteds
e = 1o
T
tan § = 0, 00025
T = 280
C
g=2,01

Due to the low saturation moment, ferrcmagnetic rescnance was
observed at a frequency of 5.5 Gec with a magnetic field strength of

1300 oersteds., Since the pressn® test setup cannot provide field
strengths of more than 1800 oersteds, the study of ferromagnetic
behavior above resonznce was extended down to 4.0 Gc, where reso-
nance cccurred at 750 oersteds. The loss characteristics as a function
of thickness were measured on a slab 0,385 inch wide and 3,437 inches
long. Figures 4, 5, and 6 show this data for 4 Gc¢, 4.5 Ge, and 5 Ge,
respectively., It will be noted that the first resonance peak is stationary,
while the second peak moves toward the first as the thickness is reduced,
At 5 Ge, with the thicker samples. several peaks were observed (not
shown in Figure 5) indicating °  ther order body modes,.

The desirability of obtaining a ferromagnetic material with a
narrow linewidth for above-resonarce operarion was demonstrated in
these measurements on garnet. If the body resorance is disregarded
ferromagnetic losses appear to decrease rapidly with field strength on
the high side of resonance and values iess than 0.5 db were measured
for the three-inch sample, The usefulness of garnet proved to be
limited to frequencies below 5 Gc, Therefore, i1t was apparent that
materials having larger saturat:on momen®s wouid be required for

operation in the desired frequency band (5.5 to 7.5 Gz},

e
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A magnesium-manganese ferrite, Trans-Tech TT1-390, with the
following characteristics was t.sted:
4HMS = 2150 gauss
AH = 540 cersteds
€ . i3
tan & = 0,00025
T = 320°C
g - 2.1,
Ferromagnetic resonance occured at a frequency of 5.5 Gec and a mag-
netic field of 1000 cersteds. The detrimental effect of a large linewidth
is demcnst-ated in Figure 7 by the existence of sustained high loss above
resonance (16 db at 1800 oersteds in a four-inch sample). No further
tests were made with this ferrite,

The evaluations of TTG-113 and TT1-390 were nerformed on
samples with small rectangular cross sections. Since TTZ2-111 has
both a hign saturation moment (-’?mMS = 5000 gauss) and a relatively
narrow linewidth (AH = 135 oersteds), it was decided to re-evaluate
this material in the thin slab configuration. A rod of TT2-111, 0.4 inch
ir diameter, was tested and the losses were prohibitive, In a thin slab
geometry, the results are more encouraging. Figures ® 9, and 10
show the insertion loss characteristics as a function cr thickness for a
slab 0.4 inch wide and 4.375 inches ‘ong. Ferromagnetic resonance
was observed for the following conditions of frequency and magnetic
field:

5.5 Gc and 410 oersteds

6.5 Gc and 730 oersteds

7.5 Gc and 1100 oersteds,
In Figure 8, it is seen that the insertion loss for the 0. 060 inch thick
ferrite decreases rapidly on the high side of resonance and reaches
1.2 db at 1800 oersteds, it is believed that upon the elimination of the

secona peak, such a ferromagnetic rescnance characteristic would
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be acceptable. It remains to be seen wheth=r satisfactory phase shift ;
will also be achieved.

The ferrite slab-in-waveguide configuration shown in Figure 10
typically gives poor phase shift characteristics, However, if the
ferrite is positioned as shown in Figure 11, considerably more activity
is observed. Unfortunately, the loss associated with the activity in
Figure 11l is quite large. This loss is still attributed to dimensional
resonance,

The obvious solution to dimensional resonance difficulties is

to reduce the ferrite size so that the relevant dimensions are less

than a half wavelength inside the ferrite. The waveleng::h inside the
ferrite is the free-space wavelength reduced by (pre r)“\é’ where
typically the dielectric constant, €T 12.5, and the effective perme-
ability is a function of the magnetic field. The theoretical values of

the complex permeability for TT2-111 have been computed and are
given in Figure 12. If a representative value of the dispersive com-
ponent, p' = 8, is chosen; then it is seen that ferrite dimensions based
on a 10:] reduction from free-space wavelength are needed to suppress
body resonance, Experimental evidence has shown that reduced size
results in reduced activity, and this is to be expected since waveguide
loading by the ferrite is also reduced, It is speculated that the ferrite
activity may be recovered by reducing the dimensions of the associated
waveguide. The proportionally larger ferrite then would have a greater
effect in waveguide loading. In the work on ferrites with cubic structures

during the third quarter these ideas will be explored.
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IV, EXPERIMENTAL (FERRITES W1TH HEXAGONAL CRYSTAL
STRUC fURES)

Tertatively, it has been concluded that ferrites having cubic
crystal structures would not be suitable for X-band operation because
the required magnetic field is tco high, {In the event that materials
having higher saturation moments, 4nMs > 6000, beccme available,
this conclusion should be reconsidered.)

An immediate solution to the high field requirement s available
with the use of ferrites having hexagonal crystal structures. These
materials have high anisotropy fields, and techniques for orienting
these fields during fabrication have been established., In the large
class of oriented ferrites having hexagonal crystal structures, there
are two basic families, The fundamental difference is that the easy
direction of magnetization may be either the basal plane of the crystal
or the hexagonal axis. These are referred to as planar or uniaxial
ferrites respectively. Because of the existence of these directions of
easy magnetization, large internal fields may be achieved with relatively
small external fields when the external field is applied parallel to the
direction of the anisotropy field, Through the proper choice of materials
the bulk of the required internal field can be supplied by the anisotropy
field,

A sample of an uniaxial oriented ferrite was obtained from Sperry
Microwave Electronics Company. This material designated A-127, has
the following characteristics:

477Ms = 3500 gauss
AH= 1900 ocersteds
Ha. = 9500 oersteds

e = 14
T
tan 5= 0,002
TC~4500C
g = 1.92.
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Unfortunately, the only available shape for A-127 was an elliptical
disc approximately 1 inch x 0,6 inch x 0.2 inch thick, having the
direction of easy mugnetization parallel to the minor axis. In the
reciprocal phase shifter, a rod geometry with a longitudinal magnetic
field is required. A test sample was made by cutting segments from
the disc parallel to the minor axis and gluing then. end to end. The
result is a rod with the direction of ea .y magnetization along its axis.
The photograph, Figure 13, clearly shows the many pieces that were
necessary to make this iirst sample.

In the experimental program the object was to determine a
ferrite geometry (cross-section} and position in the waveguide which
would result in an optimum figure of merit for a phase snifter, The
figure of merit is a function of the rod cross section, the orientation
and position in the waveguice, and the proximity of operation to ferro-
magnetic resonance. With respect to the latter variable, it is important
to note that resonance in A-127 cccurs theoretically at 31.5 Gc with zero
magnetic field.

A series of phase shift and insertion loss measurements was
made on the test piece of A-127, using a waveguide bridge setup. A
block diagram of the instrumentation is given in Figure 14, As a result
of an observed hysterisis effect, the measurements were made starting
%t the maximum available magnetic field to insure saturation of the sam, :e,
Phase shift and loss data were taken as the field was decreased through
zero to the maximum available field in the opposite direction. The direc-
tion of the field variation was then reversed, and a second set of meas-
urements was made retracing the field through the values of the first
set. With each set of data the direction of the field variation is specified
as either £Z direction, which refers to the direction of propagation in the
waveguide, The direction of propagation with regard to magnetic satura-
tion has no physical significance; it serves as a reference only, Figures 15,

16, 17, and 18 show the results of these measurements, using a ferrite

26
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